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• Top panel is a coherent X-ray 
diffraction pattern, measured at 
Sector 34 of the Advanced 
Photon Source, of a single 
silver nanocube, obtained by 
chemical synthesis.

• Bottom panel is the Fourier 
transform of the shape of the 
crystal, derived by iterative 
phasing of the data using
Fienup’s HIO-algorithm.
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• The shape of the crystal has 
been obtained by the method. 
It appears perfect and does 
not contain internal structure.
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